
 

 

SAND SPECIFICATIONS: 
 

Washed ASTM C33 Fine Aggregate Concrete Sand is utilized for stormwater management 
applications in Montgomery County.  In addition to the ASTM C33 specification, sand must meet 
ALL of the following conditions:   
 

1. Sand must meet gradation requirements for ASTM C-33 Fine Aggregate Concrete Sand.  
AASHTO M-6 gradation is also acceptable. 

 
2. Sand must be silica based … no limestone based products may be used.  If the 

material is white or gray in color, it is probably not acceptable. 
 

3. Sand must be clean.  Natural, unwashed sand deposits may not be used.  Likewise, 
sand that has become contaminated by improper storage or installation practices will 
be rejected.   

 
4. Manufactured sand or stone dust is not acceptable under any circumstance. 

 


